
 
 

 

 

CERTIFICATE OF CONFORMANCE 

 

 

Item W-Cu Blank Internal Standard Q/ADRB003-2006 

Lot# 1003-75 
Quantity 

(Pcs) 
100 

Production Date 10/25/2010 Drawing# D751003-1 

Dimensions 

(mm) 
18.898X6.299X1.524 Composition W75-Cu 

Density 

g/cm
3
 

 

14.85(+/-0.35)g/cm
3 

Conclusion Pass  

Inspector  Yanmei Li  Verified by Bin Wei 

6370 LUSK BLVD, SUITE F-111 
SAN DIEGO, CA 92121 

TEL: (858) 558-6666 
FAX: (858) 630-3383 



 
 

 

                                                Quality Checking Report of the Product 
Material: W75       PO No: N/A        Quantity: 100pcs         Drawing No: D751003-1          Lot No: 1003-75 

Checking Results: Pass                           Checker: Yanmei Li                      Date: 10/25/2010 

                   Sample No 

 

Checking Items  

Spec Tolerance 1 2 3 4 5 6 7 8 9 10 11 12 

Length(mm) 18.898 ±0.07 18.899 18.906 18.914 18.895 18.898 18.912 18.900 18.889 18.897 18.915 18.892 18.998 

Width(mm) 6.299 ±0.07 6.294 6.299 6.324 6.314 6.293 6.290 6.304 6.323 6.315 6.303 6.295 6.289 

Thickness(mm) 1.524 ±0.076 1.507 1.511 1.512 1.498 1.514 1.509 1.518 1.500 1.497 1.495 1.503 1.524 

Diameter(mm) 3.302 ±0.07 3.323 3.275 3.276 3.331 3.324 3.271 3.275 3.288 3.337 3.325 3.289 3.298 

           14.224 ±0.07 14.200 14.186 14.216 14.197 14.204 14.198 14.196 14.223 14.206 14.193 14.216 14.223 

  1.27 ±0.07 1.275 1.239 1.249 1.276 1.270 1.234 1.247 1.273 1.250 1.230 1.255 1.274 

               

               

               

               

               

               

                     

               

               

Size 

Checking 

               

Density(g/cm
3
)  14.85 ±0.35 15.112 14.752 14.743 14.730 14.978 14.847 14.625 14.745 14.665 14.845 14.936 14.927 Performance 

Checking                

 
 


