
 
 

 

 

CERTIFICATE OF CONFORMANCE 

 

 

Item W-Cu Blank Internal Standard Q/ADRB003-2006 

Lot# 
1022-85 

Quantity 

(Pcs) 
100 

Production Date 10/25/2010 Drawing# D851002-1 

Dimensions 

(mm) 
26.416X13.716X1.016 Composition W85-Cu 

Density 

g/cm
3
 

 

16.3(+/-0.35)g/cm
3 

Conclusion Pass  

Inspector  Yanmei Li Verified by Bin Wei 

 
 

 

 

 

 

 

 

 

6370 LUSK BLVD, SUITE F-111 
SAN DIEGO, CA 92121 

TEL: (858) 558-6666 
FAX: (858) 630-3383 



 
 

 

Quality Checking Report of the Product 
Material: W85       PO No: N/A        Quantity: 100pcs         Drawing No: D851002-1          Lot No: 1022-85 

Checking Results: Pass                           Checker:  Yanmei Li                        Date: 10/25/2010  

                   Sample No 

 

Checking Items  

Spec Tolerance 1 2 3 4 5 6 7 8 9 10 11 12 

Length(mm) 26.416 ±0.05 26.360 26.405 26.415 26.390 26.415 26.410 26.405 26.415 16.427 26.432 26.405 26.384 

Width(mm) 13.716 ±0.05 13.714 13.726 13.727 13.703 13.725 13.756 13.724 13.719 13.743 13.721 13.713 13.706 

Thickness(mm) 1.016 ±0.05 1.035 1.039 1.038 0.990 1.020 1.016 1.015 1.025 1.029 0.997 1.021 1.006 

Diameter(mm) 3.175 ±0.076 3.206 3.171 3.159 3.192 3.185 3.185 3.189 3.201 3.179 3.167 3.159 3.194 

           6.35 ±0.05 6.329 6.364 6.364 6.332 6.368 6.379 6.339 6.354 6.339 6.359 6.360 6.372 

  13.716 ±0.05 13.704 13.713 13.705 13.700 13.721 13.719 13.702 13.713 13.705 13.700 13.711 13.721 

 20.066 ±0.05 20.016 20.019 20.020 20.074 20.024 20.024 20.018 20.039 20.043 20.067 20.024 20.064 

 7.366 ±0.05 7.385 7.357 7.348 7.385 7.360 7.354 7.384 7.359 7.374 7.369 7.359 7.358 

 3.175 ±0.0254 3.152 3.166 3.151 3.150 3.172 3.159 3.168 3.172 3.158 3.162 3.182 3.175 

 1.524 ±0.076 1.517 1.586 1.528 1.503 1.521 1.507 1.524 1.508 1.543 1.554 1.523 1.539 

               

               

                     

               

               

Size 

Checking 

               

Density(g/cm
3
)  16.3 ±0.35 16.437 16.533 16.362 16.473 16.452 16.427 16.347 16.159 16.432 16.312 16.394 16.223 Performance 

Checking                

 
 


