‘H) TORREY HILLS

TECHNOLOGIES, LLC

6370 LUSK BLVD, SUITE F-111

SAN DIEGO, CA 92121
TEL: (858) 558-6666
FAX: (858) 630-3383

CERTIFICATE OF CONFORMANCE

Item W-Cu Blank Internal Standard Q/ADRB003-2006
Quantity
Lot# 1004-85 (Pcs) 90
Production Date 10/25/2010 Drawing# D851004-1

Dimensions | 34 36x9 779X 1.702 Composition W85-Cu

(mm)

Density

o/cm’ 16.3(+/-0.35)g/cm’
Conclusion Pass
Inspector Yanmei Li Verified by Bin Wei




{H? TORREY HILLS

TECHNOLOGIES, LLC
Quality Checking Report of the Product
Material: W85 PO No: N/A Quantity: 90pcs Drawing No: D851004-1 Lot No: 1004-85
Checking Results: Pass Checker: Yanmei Li Date: 10/25/2010
Sample No
Spec Tolerance 1 2 3 4 5 6 7 8 9 10 11 12
Checking Items
Length(mm) 34.036 +0.07 34.085 | 34.106 | 34.090 | 34.105 | 34.060 | 34.090 | 34.083 | 34.094 | 34.060 | 34.105 | 34.064 | 34.075
Width(mm) 9.779 +0.07 9.849 9.835 9.809 9.818 9.801 9.813 9.834 9.801 9.812 9.809 9.814 9.824
Thickness(mm) 1.702 +0.07 1.689 1.676 1.688 1.689 1.678 1.681 1.688 1.672 1.683 1.682 1.679 1.680
3.251 +0.07 3.219 3.186 3.241 3.245 3.228 3.255 3.229 3.196 3.217 3.224 3.243 3.259
27.940 +0.07 27.984 | 27.934 | 27.952 | 27.949 | 27.943 | 27.986 | 27.974 | 27.984 | 27.939 | 27.950 | 27.945 | 27.968
21.844 +0.07 21.854 | 21.877 | 21.897 | 21.809 | 21.888 | 21.893 | 21.844 | 21.874 | 21.867 | 21.801 | 21.833 | 21.879
0.762 +0.07 0.733 0.749 0.744 0.747 0.748 0.735 0.734 0.764 0.802 0.762 0.734 0.745
Size 0.508 +0.07 0.547 0.554 0.439 0.578 0.567 0.578 0.548 0.557 0.576 0.524 0.509 0.535
Checking R 1.524 +0.07 1.546 1.578 1.499 1.512 1.509 1.502 1.526 1.546 1.573 1.494 1.522 1.507
0.254 +0.07 0.284 0.261 0.285 0.269 0.283 0.285 0.283 0.269 0.259 0.284 0.281 0.275
Performance Density(g/cms) 16.3 +0.35 16.303 | 16.353 | 16.223 | 16.323 | 16.433 | 16.285 | 16.294 | 16.266 | 16.361 | 16.458 | 16.417 | 16.539
Checking




