
 
 

 

 

CERTIFICATE OF CONFORMANCE 

 

 

Item W-Cu Blank Internal Standard Q/ADRB003-2006 

Lot# 
SP-0814 

Quantity 

(Pcs) 
100 

Production Date 8/17/2010 Drawing# D851005-1 

Dimensions 

(mm) 
24.765X6.477X1.524 Composition W85-Cu 

Density 

g/cm
3
 

 

16.3(+/-0.35)g/cm
3 

Conclusion Pass  

Inspector  Yanmei Li Verified by Bin Wei 

 

 

 

 

 

 

6370 LUSK BLVD, SUITE F-111 
SAN DIEGO, CA 92121 

TEL: (858) 558-6666 
FAX: (858) 630-3383 



 
 

 

Quality Checking Report of the Product 
Material: W85       PO No: N/A        Quantity: 100pcs         Drawing No: D851005-1          Lot No: SP-0814 

Checking Results: Pass                           Checker: Yanmei Li                        Date: 8/17/2010 

                   Sample No 

 

Checking Items  

Spec Tolerance 1 2 3 4 5 6 7 8 9 10 11 12 

Length(mm) 24.765 ±0.07 24.785 24.780 24.790 24.780 24.760 24.760 24.810 24.780 24.805 24.800 24.800 24.785 

Width(mm) 6.477 ±0.07 6.508 6.531 6.524 6.494 6.534 6.501 6.541 6.497 6.526 6.513 6.528 6.515 

Thickness(mm) 1.524 ±0.076 1.525 1.522 1.520 1.520 1.525 1.524 1.521 1.518 1.525 1.522 1.524 1.524 

Diameter(mm) 3.302 ±0.07 3.262 3.263 3.295 3.292 3.318 3.289 3.235 3.318 3.236 3.235 3.249 3.261 

           15.113 ±0.10 15.173 15.205 15.126 15.163 15.125 15.142 15.203 15.110 15.204 15.211 15.217 15.187 

  18.415 ±0.07 18.445 18.436 18.408 18.435 18.438 18.413 18.453 18.402 18.430 18.413 18.425 18.434 

 1.588 ±0.07 1.597 1.626 1.582 1.597 1.569 1.569 1.634 1.586 1.604 1.626 1.623 1.615 

                  

               

               

               

               

                     

               

               

Size 

Checking 

               

Density(g/cm
3
)  16.3 ±0.35 16.273 16.630 16.326 16.339 16.502 16.325 16.377 16.459 16.466 16.393 16.430 16.108 Performance 

Checking                

 
 


