
 
 

 

 

CERTIFICATE OF CONFORMANCE 

 

 

Item W-Cu Blank Internal Standard Q/ADRB003-2006 

Lot# 1016-85 
Quantity 

(Pcs) 
100 

Production Date 10/19/2010 Drawing# D851008-1 

Dimensions 

(mm) 
20.193X13.716X1.194 Composition W85-Cu 

Density 

g/cm
3
 

 

16.3(+/-0.35)g/cm
3 

Conclusion Pass  

Inspector  Yanmei Li Verified by Bin Wei 

 

 

 

 

 

 

6370 LUSK BLVD, SUITE F-111 
SAN DIEGO, CA 92121 

TEL: (858) 558-6666 
FAX: (858) 630-3383 



 
 

 

Quality Checking Report of the Product 
Material: W85        PO No: N/A        Quantity: 100pcs         Drawing No: D851008-1          Lot No: 1016-85 

Checking Results: Pass                           Checker: Yanmei Li                       Date: 10/19/2010   

                   Sample No 

 

Checking Items  

Spec Tolerance 1 2 3 4 5 6 7 8 9 10 11 12 

Length(mm) 20.193 ±0.07 20.200 20.185 20.189 20.203 20.296 20.195 20.177 20.0188 20.193 20.177 20.183 20.194 

Width(mm) 13.716 ±0.07 13.735 13.732 13.718 13.733 13.739 13.730 13.725 13.724 13.721 13.729 13.709 13.711 

Thickness(mm) 1.194 ±0.05 1.190 1.190 1.188 1.189 1.191 1.192 1.190 1.193 1.190 1.191 1.190 1.195 

Diameter(mm) 3.683 ±0.07 3.686 3.670 3.672 3.670 3.686 3.663 3.680 3.688 3.673 3.692 3.677 3.671 

           6.858 ±0.025 6.837 6.843 6.858 6.855 6.840 6.870 6.859 6.853 6.854 6.842 6.858 6.852 

  17.145 ±0.07 17.148 17.142 17.127 7.138 17.117 17.137 17.139 17.142 17.137 17.132 17.137 17.142 

               

               

               

               

               

               

               

               

               

Size 

Checking 

               

Density(g/cm
3
)  16.3 ±0.35 16.322 16.349 16.132 16.342 16.519 16.437 16.427 16.452 16.473 16.362 16.533 16.437 Performance 

Checking                

 

 


