
 
 

 

 

CERTIFICATE OF CONFORMANCE 

 

 

Item W-Cu Blank Internal Standard Q/ADRB003-2006 

Lot# 1020-HS189 
Quantity 

(Pcs) 
100 

Production Date 10/23/2010 Drawing# D851009-1 

Dimensions 

(mm) 
16.637X10.592X1.016 Composition W85-Cu 

Density 

g/cm
3
 

 

16.3(+/-0.35)g/cm
3 

Conclusion Pass  

Inspector  Yanmei Li Verified by Bin Wei 

 
 
 
 
 
 
 
 
 

6370 LUSK BLVD, SUITE F-111 
SAN DIEGO, CA 92121 

TEL: (858) 558-6666 
FAX: (858) 630-3383 



 
 

 

Quality Checking Report of the Product 
Material: W85       PO No: N/A        Quantity: 100pcs         Drawing No: D851009-1          Lot No: 1020-HS189 

Checking Results: Pass                           Checker: Yanmei Li                       Date: 10/23/2010  

                   Sample No 

 

Checking Items  

Spec Tolerance 1 2 3 4 5 6 7 8 9 10 11 12 

Length(mm) 16.637 ±0.07 16.658 16.649 16.641 16.647 16.651 16.640 16.656 16.651 16.652 16.641 16.655 16.642 

Width(mm) 10.592 ±0.05 10.608 10.602 10.603 10.608 10.606 10.588 10.602 10.607 10.609 10.595 10.603 10.594 

Thickness(mm) 1.016 ±0.05 0.999 1.012 1.003 1.010 1.013 1.009 1.001 1.007 0.998 1.000 1.003 1.008 

Diameter(mm) 3.683 ±0.076 3.637 3.642 3.643 3.638 3.663 3.649 3.645 3.631 3.644 3.670 3.659 3.643 

           5.283 ±0.0254 5.296 5.259 5.267 5.259 5.282 5.259 5.270 5.261 5.277 5.285 5.259 5.258 

  13.513 ±0.076 13.515 13.530 13.518 13.501 13.520 13.518 13.520 13.515 13.512 13.514 13.523 13.517 

               

               

               

               

               

               

                     

               

               

Size 

Checking 

               

Density(g/cm
3
)  16.3 ±0.35 16.326 16.546 16.155 16.304 16.163 16.418 16.609 16.198 16.307 16.401 16.430 16.316 Performance 

Checking                

 


